
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 

 

Car body repairer tools 

Test your welding spots before performing 
repair, for optimum welding quality. 
 
This complete set gives you the possibility to 
make a destructive test on a sample of steel 
representative of the part to weld on the car 
body. 
 

090306 

Ref.   050433 Welding test kit 

Weight :  3,7kg 
L x l x H :  520x380x 140 mm 

CHARACTERISTICS 

List of steel test samples :  
 

� Standard steel - ADX thickness 0.65 mm 
� Standard steel - ADX thickness 1.0 mm 
� HSLA 360 steel - thickness 0.8 mm 
� HSLA 360 steel - thickness 1.5 mm 
� DP600 steel - THLE / UHLE thickness 1.0 mm 
� FB560 steel - THLE / UHLE thickness 2.5 mm 
 
=> 25 samples of each 

The case contains : 
 

� the pulling bar  
� steel test samples 

(of various steel types and thicknesses) 
 

Validated by Renault 

Ref : 77 11 381 779  

 

Extra steel samples : 
Réf : 77 11 381 800 
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